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October 23, 2008

Mr. Bruce Farris

Siraff, Inc.

220 Marshall Drive, Suite 10
St. Robert, Missouri 65584

RE:  Geotechnical Report
Holiday Inn Express
St. Robert, Missouri
SCI No. 2007-7007.11

Dear Mr. Farris:

Attached is our Geotechnical Report, dated October 2008. It should be read in its entirety, and our
recommendations applied to the design and construction of the project. Issues of concern for this project
include existing fill. Selected excerpts from the report are highlighted below:

e Approximately 3 feet to 16.5 feet of fill was encountered in the proposed building area. The fill
is variable in consistency, and as a result, there is some risk of settlement or other performance
problems if the newly placed fill, foundations, floor slabs or pavements are supported on the fill
material. Recommendations to remediate the fill from full removal and replacement to ground
improvement are provided in the report.

» Shallow spread footing foundations bearing in newly placed low plastic structural fill are
appropriate for support of the proposed hotel. Provided that the fill is removed in its entirety and
replaced or recompacted, the shallow foundations can be sized for maximum net allowable
bearing pressures of 2,500 pounds per square foot (psf) for continuous wall footings and
3,000 psf for isolated column footings. If the ground conditions are improved through the use of
Geopiers or stone columns a net allowable bearing pressure of 5,000 psf can typically be used.

o The actual rate and magnitude of settlement of the underlying soils due to the nearly 18 feet of
new fill to be placed should be measured in the field by placing settlement plates. Once the soils
consolidate, ground improvement and/or foundation construction can commence.

e While we do not anticipate high plastic clays to be a problem, however, they will require
remediation if found present within 3 feet of the bottom of the floor slab or 2 feet beneath the

footings.

* Rock excavation and/or blasting may be required if utilities extend deeper than 9 feet in the
southwest portion of the site.

4145 South McCann Court, Suite F, Springfield, Missouri 65804 *phone 417-823-0355 ¢fax 4 17-823-0568+*www.sciengineering.com



Mr. Bruce Farris 2 October 23, 2008
Siraff, Inc. SCI No. 2007-7007.11

We appreciate the opportunity to be of service, and look forward to working with you during the
construction phase of the project. SCI should participate in a meeting prior to clearing/grading of the site.
Such meetings are valuable in reviewing and clarifying project requirements and responsibilities.

If you have any questions or comments, please call.
Respectfuily,

SCI ENGINEERING, INC.

Ju‘ie A. Carroll, P.E.

Project Engineer
JAC/MAH/tlw

Enclosure
Geotechnical Report

Two additional copies submitted.

C: Mr. Jeff Dawdy, Joseph Kent Construction
Mr. Mike Seeben, Slone Architects
Mr. Derek Lee, Lee Engineering
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Geotechnical Report

HOLIDAY INN EXPRESS
ST. ROBERT, MISSOURI

1.0 INTRODUCTION

At the request of Mr. Bruce Farris, of Siraff, Inc., SCI Engineering, Inc. (SCI) conducted a geotechnical
exploration for the proposed Holiday Inn Express. The purpose of our exploration was to characterize
and evaluate the subsurface conditions, provide recommendations for foundations and address other
geotechnical aspects. Our services were provided in general accordance with the services outlined in our

proposal dated August 27, 2008, as authorized by Mr. Farris on September 1, 2008.

2.0 SITE AND PROJECT DESCRIPTION

A Holiday Inn Express is planned for a site located just south of South Outer Road (Interstate 44), east of
its intersection with Vickie Lynn Lane in St. Robert, Missouri. The location of the site is shown on the
Vicinity and Topographic Map, Figure 1. Currently the site slopes down from EIl. 1095 in the northern
portion of the site to El. 1054 in the southern portion of the site. Most of the site is clear, with a wooded
draw located at the south end of the site. We understand from Mr. Jeff Dawdy with Joseph Kent
Construction, that the site was filled a number of years ago. And to his knowledge, no compactive effort

was used in placing the fill.

Earlier this year, SCI prepared a Geotechnical Report dated February 2008 for a proposed Holiday Inn
Express located on the east side of the site. Later in the year, the hotel and parking was shifted to the
western half of the site. Again, we anticipate that the hotel will be a three- to four-story, slab-on-grade,
wooden-frame structure, approximately 43,600 square feet in footprint with associated parking, drive
lanes, and utility improvements to the north and east of the hotel. While minor cuts and fills of less than
3 feet will be required throughout most of the building and parking areas to achieve design grades, up to
18 feet of fill will be required to construct the slope just south and west of the new hotel. The proposed

construction is shown on the Site Plan, Figure 2.

Structural loads were not available at the time of this report; however, we anticipate that the building will
be lightly to moderately loaded, with column loads of less than 200 kips and wall loads of less than 6 kips
per lineal foot. If these loads will be exceeded, then SCI should be contacted to review our

recommendations.



SCI Engineering, Inc. Holiday Inn Express
Siraff, Inc. SCI No. 2007-7007.11

In preparation of this report, we reviewed our Geotechnical Report dated February 2008, for the adjacent
property to the east. We have not reviewed, nor are we aware of, any previous studies on this specific

site, by SCI or others, that would affect the preparation of this report.

3.0 SUBSURFACE CONDITIONS

A total of 12 borings, designated as B-101 through B-112, were drilled at the approximate locations
shown on the Site Plan. B-102 was offset from its original location to avoid a wooded area. The new
location of B-102 and the location of the additional borings B-111 and B-112, were selected by
Mr. Dawdy. We recommend a test pit exploration be conducted in the southeast building corner during
the construction phase, after the trees have been cleared. Detailed information regarding the nature and
thickness of the soils and rock encountered, and the results of the field sampling and laboratory testing are

shown on the enclosed Borings Logs (Appendix A).

The boring locations were staked in the field by SCI personnel measuring from existing site features.
Approximate ground surface elevations at the boring locations were interpolated from the site topography
detailed on the plan provided by Slone Architects on August 18, 2008. Documented geology, including
the Bedrock Geologic Map of the St. Louis Quadrangle, Missouri and Illinois indicates that bedrock
at the site consists of the St. Louis Limestone. The St. Louis Limestone is typically dark gray, thin to
medium-bedded to massive limestone. Thin beds of bluish-gray shale are found throughout the

formation. This highly variable unit consists of dolomite, cherty limestone, and fossiliferous limestone.

Existing fill was encountered in each of the 12 borings. Approximately 3 feet to 8 feet of fill was
encountered in the western half of the proposed building area, while 8 to 16.5 feet of fill was encountered
in the eastern half of the proposed building area. The fill was variable in nature consisting of low plastic
silty clay and sandy clay with varying amounts of high plastic clay, organics, sand, rock fragments, and
limestone and sandstone boulders. While some of the fill appeared dense in consistency, there were soft
zones encountered at various depths throughout the fill. Standard Penetration Test (SPT) N-values ranged
from 2 blows per foot (bpf) to 50 bpf. Moisture contents ranged from 9 to 27 percent. Atterberg limits
testing in the fill resulted in a liquid limit of 44 and a plasticity index of 26 for a sample from B-105.
These results classify the sample as low plastic silty clay (CL).

The fill was underlain by natural soils consisting of low plastic silty clay (CL in accordance with the

Unified Soil Classification System and ASTM D 2487), sandy clay (CL), high plastic clay (CH), gravelly
clay (CL), clayey gravel (GC) and clayey sand (SC). The natural soils were generally stiff to very stiff in
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consistency. The natural soils extended to the termination depths of the borings or to auger refusal.
Standard Penetration Test (SPT) N-values ranged from 11 to 50 bpf. Moisture contents ranged from 6 to
40 percent. Atterberg limits testing in the natural soils resulted in a liquid limit of 77 and a plasticity

index of 47 for a sample from B-105. These results classify the sample as high plastic clay (CH).

Auger refusal on apparent bedrock was encountered in B-106 and B-107 at 9.6 and 12.5 feet, respectively.
Auger refusal is a designation applied to any material that cannot be further penetrated by the power
auger without extraordinary effort, and is indicative of a very hard or very dense material, usually

boulders or bedrock.

Groundwater was not observed during drilling. The groundwater level depends on seasonal and climatic
variations, and may be present at different depths in the future. In addition, without extended periods of
observation, accurate groundwater level measurements may not be possible, particularly in low
permeability soils. We do not anticipate that groundwater will influence the construction of building

foundations.

4.0 DESIGN RECOMMENDATIONS

4.1 Existing Fill

Presently, there are no records to document that the existing fill was placed and compacted in a controlled
manner. This is supported by the information provided by Mr. Dawdy and the variable strengths of the
fill observed in our borings. As a result, there is some risk of settlement or other performance problems if
the newly placed fill, foundations, floor slabs or pavements are supported on the fill material.
Considering the probable length of time that the fill has been in place, and the anticipated light load on the
pavement, the risk of supporting the pavements on the existing fill is judged to be low, with proper
proofrolling and treatment as described later in this report. The following recommendations are options

for treatment of the fill within the proposed building area.

4.1.1 Full Removal and Replacement — Option 1

In order to totally eliminate this risk, all of the existing fill should be excavated to firm, natural soils and
either recompacted or replaced as engineered structural fill. The removal of the fill would extend laterally
10 feet beyond the edge of the building footprint. Once the fill has been replaced as engineered fill,
shallow foundations can be utilized.
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4.1.2 Ground Improvement — Option 2
With this option, the fill can be left in place. Once the new fill has been placed and allowed to settle, the
ground conditions can be improved through the use of 1) rammed aggregate piers designed and installed

by Geopier Foundation Company or 2) stone columns designed and installed by Subsurface Constructors.

4.1.2.1 Geopiers or Rammed-Aggregate Piers — Option 2A

Geopiers, or rammed aggregate piers, are constructed by making an excavation, similar to that for a
drilled pier, but backfilling the excavation with compacted crushed stone using a beveled tamper rather
than concrete. The compaction process provides a dense aggregate column while also improving the
density and strength of the adjacent soils. Geopiers can be used to improve the existing fill and control

settlements without penetrating through the fill.

On your behalf, we contacted Mr. Brent Duncan with Geopier Foundation Company

(Phone: 314-963-3245, Email: brentduncan@geopier.com) for an estimate to improve the site using

Geopiers.  Mr. Duncan’s budget estimate dated October 15, 2008 is enclosed as Appendix B.
In summary, installation of the Geopiers should be completed within 4 to 6 days. The budget estimate to
install Geopiers for wall load support only is on the order of $86,000.00. This estimate does not,
however, include the cost of surveying and marking the location of the Geopiers or removal of spoils.
If the owner does not want to assume the risk of potential settlement beneath the floor slab, Geopiers can
also be placed to support the floor slab for an additional $12,000.00. The Geopier design is proprietary.
A detailed scope of services and estimate can be provided once final foundation and floor slab loads are

available.

4.1.2.2 Stone Columns — Option 2B

The stone column method of ground treatment is carried out by penetrating the ground with a large poker
vibrator and forming continuous dense columns of stone from the maximum depth of penetration up to
the ground surface. The method of treatment and plant employed should be suitable to achieve the depth
of treatment and the proper formation of stone columns required to meet the particular design in the

prevailing ground and ground water conditions.

On vyour behalf, we also contacted Mr. Bill Faherty with Subsurface Constructors, Inc.
(Phone: 314-421-2460, Email: bill.faherty@SubsurfaceConstructors.com) for an estimate to improve the

site using stone columns. In summary, installation of the stone columns for wall load support only is on

the order of $50,000.00. This estimate does include the cost of surveying and marking the location of the
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stone columns, but does not include clean up of the minor spoils generated. If the owner does not want to
assume the risk of potential settlement beneath the floor slab, stone can also be placed to support
19,000 square feet of floor slab for an additional $32,000.00. The stone column design and installation
process is proprietary. A detailed scope of services and estimate can be provided once final foundation

and floor slab loads are available.

4.1.3 Deep Foundations — Option 3

If the owner chooses not to remove the existing fill, at a minimum, the foundations should extend through
the fill to bear on natural materials and the fill beneath the floor slab should be proofrolled. Since the fill
depths become deeper than 5 feet in the southern and eastern portions of the building, it would be difficult
to extend the shallow foundations down through the deeper fills. Therefore, deep foundations in the form
of straight shaft drilled piers or driven piles could be used. For this option, the straight shaft drilled piers
or driven piles would extend through the fill to refusal to bear on weathered limestone. The deep
foundations, however, would not eliminate the risk of settlement below the slab. In order to totally
eliminate the potential for settlement of the floor slab, a structural slab can be implemented. If this option

is chosen, additional subsurface exploration and engineering analysis is required.

4.2 Settlement Considerations

The 18 feet of fill planned near the south-central portion of the site should be placed as early as possible
in the construction schedule to allow time for the underlying natural soils and existing fill to consolidate
under the weight of the newly placed fill. The actual rate and magnitude of settlement should be
measured in the field by placing settlement plates just south of the proposed building footprint prior to
placement of the first lift of fill, and monitoring their settlement with time. We strongly recommend the
use of settlement plates as they would allow for settlement monitoring of the fill and natural soils in
response to the new fill, potentially reducing the time delay before construction can proceed. Once
consolidation of the natural soils and/or fill is completed, ground improvement and/or foundation
construction can commence. We anticipate that sufficient consolidation should be complete

approximately 30 days after placement of the fill materials.

4.3 Shallow Foundations
Shallow, spread footing foundations bearing in newly placed low plastic structural fill are appropriate for
support of the proposed hotel. Provided that the fill is removed in its entirety and replaced or

recompacted, the shallow foundations can be sized for maximum net allowable bearing pressures of
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2,500 pounds per square foot (psf) for continuous wall footings and 3,000 psf for isolated column
footings. If the ground conditions are improved through the use of Geopiers or stone columns a net

allowable bearing pressure of 5,000 psf can typically be used.

Continuous wall footings should be at least 24 inches wide and isolated column footings should have a
minimum dimension of 30 inches. Exterior footings and foundations in unheated areas of the buildings
should be provided with at least 30 inches of soil cover for frost protection. Interior footings in heated
areas can be located at nominal depths below the finished floor. For footings designed and constructed in
accordance with our recommendations, total settlement should be less than 1 inch, and differential

settlement between adjacent footings should be less than % inch.

4.4 Seismic Considerations

The 2006 International Building Code (IBC) requires the design of buildings and their structural
components to withstand seismic forces. Site coefficients, which are a function of the soil or rock type
and consistency, are required for the calculation of minimum earthquake design forces. Based on the
soils encountered and the depth to bedrock, Site Class C should be used for foundation design, with site
coefficients F, of 1.2 and F, of 1.6 for short periods (S;) and 1-second periods (S;), respectively. This is
based on our geotechnical explorations for the subject site, including the borings through predominantly
medium stiff to stiff cohesive soil, and our knowledge of the area bedrock from other local projects and
the Geologic Map of St. Louis and St. Louis County, Missouri, by R.G. Brill, 1991, published by the
Missouri Department of Natural Resources. Using the procedures outlined in Section 1613 of the
2006 IBC, the calculated undrained shear strength (average of the top 100 feet) is in excess of the
2,000 psf required to be classified as Site Class C. Even with proper seismic design, some vertical and
horizontal movement may be experienced during a major earthquake event, particularly if the earthquake

occurs during a period of elevated groundwater.

4.5 Floor Slabs

We recommend that the floor slabs be designed using a modulus of subgrade reaction (k) of 150 pounds
per square inch per inch of deflection (pci) if bearing on newly placed structural fill or existing fill
improved with Geopiers or stone columns. If some or all of the fill is left in place beneath the floor slab
as described in Options 2 and 3, we recommend that the floor slab be designed using a modulus of
subgrade reaction of 100 pci. Floor slabs should be supported on a minimum 4-inch-thick layer of
crushed stone. This will help to distribute concentrated loads and equalize moisture conditions beneath
the slab.
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It is generally preferable to maintain structural separation between the floor slab and the foundation walls
and column pads using isolation joints. We also suggest that joints be placed in the floor slabs on no
more than 15-foot intervals in any direction. Such joints permit slight movements of the independent
elements and help reduce random cracking that might otherwise be caused by restraint of shrinkage, slight

rotations, heave, or settlement.

We recommend that 6-mil-thick polyethylene sheeting be placed immediately beneath the floor slab and
above the crushed rock or gravel, to reduce the transfer of capillary moisture to the slab. However,
without careful attention to curing of the floor slab, the polyethylene sheeting can cause excessive

shrinkage cracking and "curling."

4.6 High Plastic Clay Remediation

While we do not anticipate that high plastic clay remediation will be required for this site, high plastic
clays are common to this area and may be encountered in between borings. In areas where high plastic
clay is intermixed with more than about 50 percent (by volume) rock fragments, they generally do not
require remediation. Where the bearing soils consist of high plastic clay, we recommend that they be
removed to minimum depths of 2 feet beneath the bearing level of the footings and 3 feet beneath the
bottom of the floor slab. The overexcavation should extend at least 2 feet beyond the outside edge of the
footings and building footprint to facilitate uniform compaction of the replacement materials, and may
require additional widening at the building corners to allow equipment access for proper compaction.
The overexcavation should be backfilled with properly compacted low plastic soil or 1-inch minus
crushed limestone. As an alternate, the footing overexcavation may be backfilled with lean concrete.
With this option, widening of the footing excavation is not required. If clean rock is used as backfill
material, it must be drained to daylight or to a sump with a pump. The footings and floor slab would then

be constructed on the newly placed fill.

The methods of treatment described above are based on generally accepted standards in the local
engineering community; however, swell pressures and volume change potential greater than can be
mitigated by these methods may exist. Consequently, the owner should recognize that there is an
inherent, but reduced risk that foundation and floor slab damage may occur, even after remedial treatment
of the subgrade soil.
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4.7 Rock Removal
We do not anticipate that rock removal will be required for grading and construction of the building;
however, some minor rock removal may be encountered if deeper utilities extend below a depth of 9 feet

near the southwest corner of the site.

Although not characterized by rock coring, we anticipate that most, if not all, of the bedrock encountered
below our auger refusal depths will require blasting or other rock removal methods such as chipping.
The weathered limestone zones will likely require ripping rock buckets mounted on heavy duty
equipment, chipping, or perhaps blasting. If blasting is required at the site, it should be controlled to keep
peak velocities at the existing structures and property lines to less than 2 inches per second, unless local
ordinances require more stringent criteria. Velocities greater than this could cause damage. A pre-blast
survey of adjacent structures is recommended; and vibration monitoring during blasting operations is
advisable, particularly until the amount of explosives to be used is determined. Blasts using small
amounts of explosives or a number of delays should be considered to reduce blasting damage.

4.8 Below-Grade Walls

Below-grade walls required at this site may include minor retaining walls designed to accommodate
surface grade changes around the building and paved areas. The maximum toe pressure for below-grade
walls should not exceed the bearing pressure previously given for continuous strip footings. Retaining
walls may be designed with an allowable coefficient of friction between the base of the concrete footing

and the soil subgrade of 0.3.

Below-grade walls should also be designed to withstand lateral earth pressures caused by the weight of
the backfill, including slopes behind the walls; and any surcharge, such as adjacent floor loads.
We recommend the equivalent fluid unit weights tabulated below for lateral earth pressures, in pounds per
cubic foot (pcf), be used in the design of below-grade walls. The indicated values assume that positive
drainage is provided to prevent buildup of hydrostatic pressure. High plastic soils should not be used to
backfill the wall excavations. Values for granular material should only be used if the granular backfill
extends upwards and outwards the full height of the wall at a slope of 45 degrees or flatter from its base.
In this case, exterior granular backfill should be capped with approximately 2 feet of cohesive soil to
reduce the potential for surface water infiltration into the granular backfill. With clean granular backfill,
filter fabric, such as Mirafi 140N, should be placed along the interface between the soil and granular
backfill to reduce the potential for infiltration of the soil into the granular material.
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Table 4.1 - Recommended Lateral Earth Pressures

Equivalent Fluid Unit Weights

Backfill Type At-Rest Earth Pressures Active Earth Pressures
(pcf) (pcf)

Cohesive Soil 70 50

Granular Material

(1-inch minus) 60 40
Free-Draining

Granular Material 50 30

(1-inch clean)

At-rest earth pressures should be used for restrained or fixed-headed walls that are restricted from rotation, such as
loading dock walls connected to floor joists or beams. Active earth pressures should be used for free-headed walls where
the base remains fixed and deflection at the top of the wall of approximately 1 inch for each 10 feet of wall height is
allowed, such as a retaining wall.

The above values are applicable when the surface of the backfill behind the wall is horizontal. Upward
sloped or loaded backfill will result in increased values. In addition to lateral earth pressures,
below-grade walls should be designed to resist any surcharge loads, including shallow building
foundations and traffic. These surface loads can be modeled as uniform lateral loads, equivalent to one-

half of the surface load, acting at the halfway point on the wall.

A passive soil resistance modeled by an equivalent fluid unit weight of 250 pcf may be used for natural
soil against the face of the exterior base or a key below the base of the wall. The upper 2 feet of soil
backfilled against the exterior face of the walls and uncontrolled backfill soils should be ignored when
calculating the lateral resistance. Lower passive pressure should be used if the ground surface slopes

downward away from the face of the wall.

We recommend that all below-grade walls be provided with a drainage system. A minimum 4-inch
diameter, perforated drainpipe should be used, and placed at foundation level. Granular drainage
material, consisting of 1-inch clean crushed rock, classified as GP by ASTM D 2487, with less than
5 percent of the rock passing the No. 200 sieve, should be placed a minimum of 6 inches in all directions
around the drainage pipe. Synthetic filter fabric, such as Mirafi 140N or equivalent, should encapsulate
the drainpipe and granular drainage material. The pipe should be sloped to drain by gravity or through
weepholes located on approximately 10-foot centers for above-grade retaining walls, or to a sump with a
pump for below-grade walls where positive drainage by gravity cannot be achieved. Alternately, drainage
can be provided directly through the weepholes without a drain pipe, provided that filter fabric is used or

other measures are taken to prevent the granular backfill from migrating out through the weepholes.
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Any interior sumps must be isolated “watertight” from the interior subgrade to prevent the movement of

moisture from the sump into the underlying soils.

When information is available regarding specific wall locations, configurations, and heights, SCI should
be retained to evaluate global stability, based on developed strength parameters for the subsurface soils
and backfill. At your request, we can provide the global stability study, or we can work with your wall
designer to provide coordinated internal and global stability studies. These services are beyond our

current scope.

4.9 Site Grading and Drainage

Positive site drainage should be provided to reduce surface water infiltration around the perimeter of the
buildings and beneath the floor slabs. All grades should be sloped away from the buildings. Roof and
surface drainage should be collected and discharged such that water is not permitted to infiltrate the
backfill of the buildings.

Large trees and shrubs should be planted away from exterior footings as they may cause drying and
shrinkage of the foundation soils and, with the passage of time, potentially detrimental settlement of the
building floor slabs and foundations. A minimum distance of 20 feet or the mature tree’s dripline,

whichever is greater, is suggested.

We recommend that all final slopes have a maximum inclination of 3 horizontal to 1 vertical (3H:1V),
and that a crest of at least 10 feet in width or a distance equivalent to the total height of the slope,
whichever is less, be provided around the building before the surface slopes down and away. Cut slopes
of less than 15 feet in total height and properly compacted fill slopes up to about 25 feet in total height
should perform satisfactorily at this inclination, or flatter. We do not anticipate that steeper or taller
slopes will be required. However, if they are proposed, the slopes should be brought to our attention and

individually addressed and evaluated by SCI on a case-by-case basis.

410 Underground Utilities
Underground utilities can provide a pathway for water to migrate below the floor slab. Drain and utility
pipes beneath floors should have tight joints to prevent leakage. If utility excavations are backfilled with

free-draining granular materials, then cutoffs should be provided at the exterior walls to reduce the
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potential for water to migrate beneath the building. Impermeable cutoffs may consist of a
3-foot-long “plug” of cohesive soil or bentonite soil mix, or a 1-foot-long plug of lean concrete. Soil may

be used for the balance of the backfill.

With the exception of individual service lines to the buildings that intersect foundations perpendicularly,
below-grade utilities should not be located within the stress influence zone of the building foundations.
Accordingly, below-grade utilities should be located outside a zone extending 45 degrees downward and

outward from the edge of the footings.

411 Pavements

Selection of the pavement section is dependent on the design life, traffic loads, subgrade strength,
drainage characteristics, and the desired level of maintenance. Neither CBR testing nor formal pavement
design was a part of our scope for this project. However, for planning purposes, the following
recommendations typically result in pavements that perform satisfactorily on similar subgrades under
automobile and pickup truck loads. They are intended to roughly provide a pavement requiring routine
maintenance for a 5-year period, minor repair and maintenance during the 5- to 10-year life of the

pavement, and possibly major repairs and restoration after a 10-year service life.

A flexible pavement section may be used for the parking lot and driveways. Parking areas for
automobiles and light trucks should consist of a minimum 6-inch-thick crushed stone base with a
minimum 3-inch-thick asphaltic concrete wearing surface. The crushed stone base should be thickened to
at least 8 inches in drive areas. Care should be taken to provide drains or drainable transition at locations
where pavement sections of varying thickness abut, so as not to trap water within the crushed stone base,

which could saturate and soften the subgrade.

Alternately, a rigid concrete pavement section may be used, with less anticipated long-term maintenance.
Parking areas for automobiles and light trucks should consist of a minimum 6-inch-thick, non-reinforced
concrete pavement. Crushed stone base is not required under this light-duty pavement section. For more
heavily trafficked areas, we recommend that the section consist of an 8-inch-thick, non-reinforced
concrete pavement, over 4 inches of compacted base rock. This concrete pavement section should also be
used to support concentrated wheel loads for trash dumpster pads, approaches, and other areas where

trucks will maneuver. To provide resistance against salt and freeze-thaw cycles, we recommend the
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concrete have a minimum 28-day compressive strength of 4,000 pounds per square inch (psi) and air
entrainment of 5 to 7 percent by volume. We also recommend that the maximum joint spacing be

approximately 15 feet.

5.0 SITE DEVELOPMENT AND CONSTRUCTION CONSIDERATIONS

5.1 Site Preparation

Areas to be cut or to receive fill should be stripped of any surface vegetation or organic topsoil.
The strippings should be removed and stockpiled for later placement in landscaped or common ground
areas, as appropriate. Topsoil can be reused as fill, if thoroughly mixed with other, acceptable,

non-organic fill materials, as approved by SCI.

Trees and brush may be burned on-site if approved by local ordinances. Burn pits should be located in
cut areas such that the ashes are completely removed during site grading. If this is not practical, burn pits
must be located outside of building, street, and areas designated as slopes steeper than 5H:1V. Stumps
that cannot be burned should be removed from the site.

After stripping, the site should be proofrolled by systematically passing over the subgrade to achieve
complete coverage with proper compaction or loaded construction equipment, and observing the subgrade
for pockets of excessively soft, wet, or disturbed soil, or otherwise unacceptable materials. Soft areas or
otherwise unacceptable materials, if encountered, should be removed and replaced with structural fill or
stabilized prior to placing additional fill. If removal of soft soils is impractical due to their excessive

depth, they should be stabilized or “bridged over” in a manner approved by SCI.

Soft soils may be encountered in the lower-lying areas of the site. If organic or soft areas are
encountered, they should be removed and replaced with properly compacted fill or otherwise stabilized as
approved by SCI. “Bridging” of the soft soils can often be accomplished by working 2- to 4-inch clean
crushed rock into the softer soils and then placing a geofabric, such as Mirafi 600X or equivalent, prior to

placing additional fill.

Natural slopes to receive fill which are steeper than 5H:1V should be benched prior to the placement of
fill. Benching will provide level surfaces for compaction and reduce the potential for development of
inclined planes of weakness between the natural soil and compacted fill. The benches should be spaced

such that the height of the cut at the up-slope end of the bench is less than 5 feet.
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5.2 Fill Materials and Compaction

Structural fill should be placed in maximum 8-inch-thick loose lifts and mechanically compacted to at
least 90 percent of its modified Proctor maximum dry density (ASTM D 1557). Aggregate base course
should be compacted to at least 95 percent modified Proctor. We recommend that any fill placed in
building areas have a liquid limit less than 45 and a plasticity index less than 25. If higher plasticity soils
are placed within 3 feet of the floor slab subgrade, or 2 feet of the bottom of the footings, then
remediation will be required. Acceptable non-organic fill soils include materials designated CL, ML,
CL-ML, SP, SW, GP, and GW by ASTM D 2487.

Prior to compaction, the soil may require moisture adjustment. During warm weather, moisture reduction
can generally be accomplished by disking or otherwise aerating the soil. When air drying is not feasible,
a moisture reducing chemical additive, such as hydrated lime, could be incorporated into the soil. During
dry weather, some addition of moisture may be required to facilitate compaction. This should also be
done in a controlled manner using a tank truck with a spray bar. The moistened soil should be thoroughly
blended with a disk or pulverizer to produce a uniform moisture content. If construction is performed
during the winter season, fill materials should be carefully observed to see that no frozen soil is placed as

fill or remains in the base materials upon which fill is placed.

Backfill for foundation walls and retaining walls may consist of low plastic silty clay or 1-inch minus
crushed limestone. We advise performing field density tests on at least every other lift to monitor
compaction. As an alternate, we suggest using 1-inch clean crushed limestone to provide improved
drainage and to reduce lateral pressures on the walls. Due to a slight risk of migration of soil fines into
the clean rock, a synthetic filter fabric, such as Mirafi 140N or equivalent, should be placed between the
soil face of the excavation and the crushed limestone. If clean rock is used, it may be placed in
2-foot-thick lifts and tamped or tracked to achieve adequate densification. Exterior clean rock backfill

should be capped with cohesive soil to reduce the potential for surface water infiltration.

Backfill placed next to walls should be compacted with hand operated equipment and not large
self-propelled or machine operated equipment, which could result in potential overcompaction and higher
lateral pressures. Compaction should be reduced within approximately 1 foot of the walls, and the walls
should be observed periodically for signs of movement. If movement is detected, it may be necessary to
provide bracing and/or change backfill procedures.
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In addition to the minimum density requirements listed above, the soil must be stable, i.e., not “pumping”
or rutting excessively under construction traffic, prior to placing additional fill or constructing
foundations, floor slabs, or pavements. Field density tests should be performed on each lift of fill to

document that proper compaction is achieved.

5.3 Shallow Foundation Excavations

SCI should observe all footing and floor slab excavations for problem areas, such as soft zones or areas of
untreated high plastic clay or existing fill, prior to placing concrete. Excessive disturbance of siltier soils
in footing excavations should be avoided and could complicate construction. The potential for such
disturbance will increase during wetter times of the year. Footing excavations that have been excessively
disturbed should be overdeepened to approved undisturbed soils. Overexcavation and replacement with

structural fill should be performed where inadequate bearing materials are present in footing excavations.

The base of all excavations should be clean, free of loose soil or uncompacted fill, relatively dry and
maintained near their optimum moisture content. Excavations should be protected from extreme
temperatures, precipitation, and construction disturbances. To reduce the possibility of desiccation or
saturation of the foundation soils, we recommend that the concrete be placed as soon as possible after

excavations are made.

Groundwater is not anticipated to be encountered in the footing excavations. However, in most situations,
small amounts of groundwater seepage into the excavations can be handled by means of gravity ditching
and a sump pump. If greater flows are experienced, SCI should be retained to provide additional

consultation.

54 Subgrade Considerations

Floor slab and pavement subgrades may be subjected to construction traffic and exposure to weather for
an extended period and significant problems may be incurred. It may be necessary to proofroll the
subgrade, in both cut and fill areas, and recompact the subgrade immediately prior to placing base rock
for the floor slab or pavement. In addition, subgrades covered with base rock may be very slow to dry if
precipitation occurs after placing the base rock. Therefore, we recommend that proofrolling and
placement of the base rock be done as close to the time of pouring the floor slab or paving as is practical.
Proofroll passes should be limited, particularly on silty subgrades, to reduce the potential for pumping of
moisture from deeper within the soil profile.
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Special measures may be required to facilitate construction during wet or cold weather, or where
excessive areas of soft soils are identified. These measures may include, but are not limited to, the
addition of lime to the subgrade soils for drying purposes, or the removal of soft spongy soils and their
replacement with crushed limestone. Soft areas should be selectively undercut and backfilled with
properly compacted cohesive soil. A geotechnical stabilization fabric, such as Mirafi 600X,
Tensar BX1100, or equivalent, may be used to help stabilize particularly soft areas. Where possible, the

subgrade should be sloped to provide drainage.

5.5 Excavation Bracing Requirements

In the Federal Register, Volume 54, No. 209 (October 1989), the United States Department of Labor,
Occupational Safety and Health Administration (OSHA) amended its "Construction Standards for
Excavations, 29 CFR, Part 1926, Subpart P." This document was issued to provide for the safety of
workers entering excavations, including utility trenches, basements, footings, and others. All operations
should be performed under the supervision of qualified site personnel in accordance with OSHA

regulations.

5.6 Erosion Control and Land Disturbance Monitoring Program

Appropriate erosion and sediment control measures, such as proper contouring during site grading
activities, the installation of siltation fences, and/or inlet protection, should be used during construction to
keep eroded materials from being carried onto adjacent properties or waterbodies. Depending on the
length of time the subgrade is exposed and the amount of siltation that occurs, it may be necessary to
periodically remove materials collected by the sediment control systems. Timely sodding and/or seeding

of sloped surfaces will help reduce this potential problem.

SCI recommends following the procedures detailed in the Stormwater Pollution Prevention Plan
(SWPPP). Any site disturbing more than one acre of ground must obtain a Land Disturbance Permit from
the Missouri Department of Natural Resources (MDNR). As part of the permit compliance procedures,
weekly and rain-event site observations must be performed to document the changing site conditions and

maintenance of control measures.
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6.0 CONSTRUCTION MONITORING PROGRAM

The following list summarizes SCI’s recommendations for a construction monitoring program. These
services are recommended to provide quality assurance in assessing design assumptions and to document
earth-related construction procedures for compliance with plans, specifications, and good engineering

practice. SCI should be retained to:
e Participate in a formal preconstruction meeting with the Owner’s Representative, Civil Engineer,
and Contractor, prior to construction at the site.

o Observe site preparation activities prior to construction, including stripping and proofrolling, and
removal and replacement of existing fill, if this option is chosen.

e Conduct and document weekly and rain-event observations at the site, maintain and update
on-site paperwork, and provide submittals required by the SWPPP and Land Disturbance Permit.

e Assess the suitability of potential fill materials, including both on-site and off-site sources.
e Monitor placement and compaction of structural fill and backfill.

e Monitor settlement plates.

e Observe ground improvement of existing fill, if chosen.

e Observe footing excavations for adequacy of bearing materials.

e Observe the floor slab subgrade prior to placing base rock.

e Observe backfilling of below-grade utility excavations.

o Observe pavement subgrade preparation and provide observation and testing services for the base
course and pavement section.

o Check the thickness of pavement sections and, for asphaltic concrete, its density.

e Provide quality assurance testing of structural concrete and pavement materials.

7.0 LIMITATIONS

The recommendations provided herein are for the exclusive use of our client. It is imperative that SCI be
contacted by any third-party interests to evaluate the applicability of this report relative to use by anyone
other than our client. Our recommendations are specific only to the project described, and are not meant
to supercede more stringent requirements of local ordinances. They are based on subsurface information

obtained at 12 specific widely-spaced, boring locations within the project area; our understanding of the
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project as presented in Section 2.0, “Site and Project Description”; and geotechnical engineering practice
consistent with the standard of care. No other warranty is expressed or implied. SCI should be contacted

if conditions encountered are not consistent with those described.

We should also be provided with a set of final development plans, once they are available, to review
whether our recommendations have been understood and applied correctly, and to assess the need for
additional exploration or analysis. Failure to provide these documents to SCI may nullify some or all of
the recommendations provided herein. In addition, any changes in the planned project or changed site

conditions may require revised or additional recommendations on our part.

The final part of our geotechnical service should consist of direct observation during construction, to
observe that conditions actually encountered are consistent with those described in this report, and to
assess the appropriateness of the analyses and recommendations contained herein. SCI cannot assume
responsibility or liability for the adequacy of its recommendations without being retained to observe

construction.
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